Ex¢onMobil
Exx-Print™ MD

iR e
Dearomatized hydrocarbon fluid suitable for:
Heatset printing inks

Specification Region - EMEAF
MR B/ME BARE By M 7535
SR K =ER - EC A-A01
FIRRE - 0.1 wt% uv1
Color, Saybolt +30 - ASTM D6045
N 110 - °C ASTM D93
B3] &/ME BAE By M 7534
B3 ASTM D86
NH= 251 - °C
Final Boiling Point (FBP) -- 300 °C
R

The values indicated in this document may deviate from the test method requirements by the number of significant figures shown.

Values may be determined by one or more ExxonMobil test methods equivalent to industry standard test methods. Applicable sampling and
testing methods are subject to change without notice and are available for review on request.
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