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ExxonMobil™ EVA 5523FL
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DI M RE HARE (H)) HAME (AF) M T35
HE 0.947 g/om3 0.947 g/ocm3 ASTM D1505
FEBIEER2 (190° C/2.16 kg) 5.5 g/10 min 5.5 g/10 min ASTM D1238
BRZESE 23.0 wt% 23.0 wt% ExxonMobil

Method
JARLEERE 175 ° F 80 ° C ExxonMobil
Method
Mk EE HAME () HAME (AF) M 534
FRRLERE 124 ° F 51 ° C ASTM D1525
FE RS HANE () HAME (AFH) M 534
FIBEE (0.20 in/min (5.0 mm/min)) 4200 psi 29 MPa ASTM D638
I EZRE (20 in/min (500 mm/min)) 2800 psi 19 MPa ASTM D638
M B R+ 2R (20 in/min (500 mm/min)) 860 % 860 % ASTM D638
BEKEE ASTM D2240
ZREC A, 15 5 87 87
BREC D, 15 30 30
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BXBEEREMNAEAEE (flM: FDA. EU. HPFB), BSREREZHMIZFRERREKR.
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HnT 588
Molded properties were measured on 2 mm (78.7 mil) thick compression molded plaques prepared based on ASTM D4703 Procedure C
(Tensile ASTM D638 : Type IV dumbbell, Hardness ASTM D2240 : 3 plied up disks) and 4 mm (157 mil) for VICAT.
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2 Value reported is an estimate based on ExxonMobil's correlation from melt flow rate data measured at other standard conditions, based on
ASTM D 1238.
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