ExxonMobil™ EVA 9009FL

7t e

Ex¢onMobil
Signature Polymers

ExxonMobil™ EVA 9009FL i FHHRE. FREMALH. ExxonMobil™ EVA 9009F L  —F BB RFXFMHENLRAE L. MIFKM

1£250° C (482° F)miwl 3R18

RIFNFHABRR. MIBEST 270° C(518° F)ARIAI#ES|EHIfEMEME. ExxonMobil™ EVA 9009FL RifE

EERLRESHERESNREERZBZER NEIFHIT. SHMNERRBERZHERSENRATINNRETHREE

5

HEBX !
AN
K178

e

3

1&iT B EA

YIERMERE
BE
JARIEER (190° C/2.16 kg)
BBZAESE
BRIEERE

AERE
HRRLBE

R tEge

HREE (0.20 in/min (5.0 mm/min))
HIREZRE (20 in/min (500 mm/min))
HTZ{E K (20 in/min (500 mm/min))

BREE
ZREX A, 15 %
BREX D, 15 ¥

R

= AEMAFR R

- FOA
- ME DR
- HERE
- FHES
= 01/01/2018
BAIE (HH)
0.929 g/cm?
9.0 g/10 min
9.4 wt%
202 ° F
BAMIE (HH)
157 ° F
BANIE (HH))
13000 psi
1700 psi
810 %
95
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EAKE (AF) MlIREWb7
0.929 g/cm? ASTM D1505
9.0 g/10 min ASTM D1238
9.4 wt% ExxonMobil
Method
94 ° C ExxonMobil
Method
BMAKE (AF) plREWED
70 ° C ASTM D1525
BMAKE (AF) M= 75 7%
93 MPa ASTM D638
12 MPa ASTM D638
810 % ASTM D638
ASTM D2240
95
39

BXBEEREMNAESAEE (BlM: FDA. EU. HPFB), BSREREZZHMIEFRIEAREKR,

FERAEEESNAPER, FTRMEEAMENATER

Hn T 15 BA

Molded properties were measured on 2 mm (78.7 mil) thick compression molded plaques prepared based on ASTM D4703 Procedure C
(Tensile ASTM D638 : Type IV dumbbell, Hardness ASTM D2240 : 3 plied up disks) and 4 mm (157 mil) for VICAT.
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