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Ha BAIM(E (B ) HAE (A% Wik 5%
ELE (60.0° F (15.6° C)) 0.827 0.827 ASTM D4052
it <05 <05 ASTM D1500
TEME ASTM D445
212° F (100° C) 57 cSt 57 mm?¥s
104° F (40° C) 30.0 cSt 30.0 mm?s
W= (CcoC) 469 ° F 243 ° C ASTM D92
IR (77° F (25° C)) 1.4565 1.4565 ASTM D1218
HEE <0.01 mg KOH/g <0.01 mg KOH/g ASTM D974
(mod)

TaE BRM(E (B ) HAME (AF)) Wik 5%
WERME (77° F(25° C)) 47 cP 47 cP ASTM D2983
KEKAN (75° F (24° C)) 29.7 dyne/cm 29.7 dyne/cm ASTM D1331A
BRRE BAI(E (B ) HAVH{E (D) M 7535
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2 Calculated Solubility Parameter
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