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YIIB E BE BRHE () BAE (A% Wik F55%
BE 0.954 g/cm? 0.954 g/cm? ASTM D4883
ENZE 0.48 glcm3 0.48 gl/cm3 ASTM D1895
JARIFEER (190° C/2.16 kg) <0.10 g/10 min <0.10 g/10 min ASTM D1238
SREARIEER (190° C/21.6 kg) 1.7 g/10 min 1.7 g/10 min ASTM D1238
AERE BRU(E () HAHE (AFH) MR 5%
Mt BE <76 ° F <60 ° C ASTM D746
HRRLBE 268 ° F 131 ° C ASTM D1525
FERMHEE BAER(E (B ) HAHE (AF) MR 555
N R ARSRE 4100 psi 28 MPa ASTM D638
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