ExxonMobil™ LDPE LD 159AC

7t e

LD 159AC R —MRZEERZHES,

£ B

YIERMERE
JARIIEER (190° C/2.16 kg)
AR (ERE

B
MD W AR5 E
TD i h 58 E
MD B Bk 2=
TD Mg K=
B|LLEE MD - 1% [EE
B|LLEE TD - 1% EE
AR
BIREZAHMIEE MD
BRRBZRRE TD

HEEMERE
HFEE (45° )
EE

0I5 BA

MR AR RAER 50pm (1.97mil) EH LD 159AC EEFIZR), HAEFLESR 200 mm (7.9in) A,

- EMAH R

= FF0O: 450 ppm

- . ERAHEOE%
- E5E

- HRAS

- HER

= 01/01/2017

BAVE{E (D)
0.924 g/cm?
1.2 g/10 min
230 ° F

HAHE ()
3500 psi
2900 psi
200 %
510 %

34000 psi
40000 psi
140 g

450 g

160 g
HA{E ()

62

85 %

R AKEL, SREAT 180-190° C (356 -374° F) Zid,

#ix

HRE: S ARBEE T RRERE DA,
TEFFRIRI AT R X — N R BB R/ X A AT R

PSR T BA AR S 1% 2 www.exxonmobilchemical.com/ContactUs

BERHFNEMEHES T RFHIIEE.

« BRI

- 358 500 ppm
- ERAEWEE
- AR

- RiERBEE

HA{E
0.924
1.2

110

HAHIE
24

20

200

510

240

280

140

450

160

HAE{E
62
8.5

Ex¢onMobil

- BERER: 2

- BEmER
- PEWARE

(A
glcm?
9/10 min
°C

()
MPa
MPa
%

%
MPa
MPa

Q «Q «@

Wik 735%
ASTM D1505
ASTM D1238

ExxonMobil
Method

MWiAT5 %
ASTM D882
ASTM D882
ASTM D882
ASTM D882
ASTM D882
ASTM D882
ASTM D1709A
ASTM D1922
ASTM D1922

Wik 735%
ASTM D2457
ASTM D1003

1.0 mm (39.4 mil) MEOMRKR, 2.5

AR . BRASHHEEARIREGT RN A R E 5/ X %

©2022 RRHEF, RRHKEF (ExxonMobil), KREHREFZHEAR (ExxonMobil logo) REER “X" RITHEARMHEANRE >
MRS ER, RESERH, BUNYNERZHEZNEF. REKRREZZNELPEEN, TEIK. BRR. ENHIRTAMS. A

EAEREREIRNGCER, 2Kk, BRIM/SENARIY, BXRELHFHHARGETEY, QFEFENTE. . RRFARAE

FR. FRAEFTEAXH2XRBHEFEEANE. RRREFFRIERE (FHE) RE. AL SHFEHERETARMEER

MO, MARIRZENTR. AXHHESELNRAEANTRIMBRSEARETRIMBLESEBNHERER. RIBER

ETWEZBRIANTENEE, ER,

BNATARLE AR, BRFUAECHARIELFESHAEE M, HRHTZ0EHEE.

BEETE-HEAR. TRLETAN. ERE. ARt TEMSRTEE, fAENEERNBNIUEERZME. FRBT PN —1
RENEWFE. HMBPBFEETHETETAERSIRBEAAEEMEEMSENISHERNE RS EESSHE~ENEMT

Bk, MESHBAERET. AXHTHAERININEAERRRZZ SRR ZHINA, FERNBHRTAETERNER. "B,
BT, RRAXFAL” RRAXFFBARLS” SRBINAEMER, KRRHAXZTFBARLSAF. KRRAXFAH, AMCIEE

Bk

BHNEAXKATDTHN - ZRES K.

exxonmobilchemical.com

£ BH:  01/01/2017

ExxonMobil

11



