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YIERMERE HAMIE (HH) BAB{E (AH) M= 5 7%
BE 0.916 g/cm? 0.916 g/cm? ASTM D1505
JEREFEER (190° C/2.16 kg) 5.0 g/10 min 5.0 g/10 min ASTM D1238
RRIEERE 219 ° F 104 ° C ExxonMobil
Method
SR ERE BAME () BAKE (2F) M T 5%
b= ExxonMobil
Constant output at 35 rpm, 599° F 130 m/min 130 m/min Method
(315° C)
48 ExxonMobil
82 ft/min (25 m/min), Constant output at 0.98 in 2.5 cm Method
35 rpm, 599° F (315° C)
328 ft/min (100 m/min), Constant output 1.2 in 3.1 cm

at 35 rpm, 599° F (315° C)
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