Ex¢onMobil
Signature Polymers
ExxonMobil™ LD 21024.BA

7= i B
ExxonMobil™ LD 21024.BA R — S RIIMHNEBERZFES, HESEBRESEENRTFNIIM. ©TEEZMIM.
=N
S X1 - BRI R - BOM - AKX
N - O A RES « BRERN: B/
R A - AEH - REAR « REEDGH T

- I8 - BRIEREE - EEERE

- ORR - BERBERASE

- BARERM - A
ER - BT
CREE:] = 10/01/2018
VIR RE BAME (EH) BMAKE (AF) M= 75 7%
RE 0.924 g/cm3 0.924 g/cm3 ASTM D1505
JARITE 3R (190° C/2.16 kg) 21 g/10 min 21 g/10 min ASTM D1238
JARIEERE 226 ° F 108 ° C ExxonMobil

Method

pralien= BAVB{E (T ) BMAKE (AF) M= 7574
FRRLERE 194 ° F 90 ° C ISO 306
FEF1ERE BAVI{E (T ) BHMAKE (AF) M= 7575
RRES 27000 psi 190 MPa ISO 527-1/1A/1
HIR RIS (100% RiZEE) 1360 psi 9.4 MPa ISO 527-2/1A/50
EOR e R 250 % 250 % ISO 527-2/1A/50
BER®EE (AFK D, 15 #) 45 45 ISO 868
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BXBEEREMNAENAEE (fl: FDA. EU. HPFB), BSREAXZZHMIZFRERREKR.

AERTEEETNARER, RTMEE AR ER

N5 BA
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https://www.exxonmobilchemical.com.cn/zh-cn/resources/contact-us/new-sales-and-application/products-and-solutions
https://www.exxonmobilchemical.com

