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RE 0.924 g/cm? 0.924 g/cm? ASTM D1505
JERIIE L (190° C/2.16 kg) 6.5 g/10 min 6.5 g/10 min ASTM D1238
JARIE(ERE 223 ° F 106 ° C ExxonMobil
Method
Pk RE HAVIE (34 HAME (A M 75 3%
FERHWBE 192 ° F 89 ° C ISO 306
ERMEE BAVIE (34 HAME (NF)) M 75 5%
I REE 23000 psi 160 MPa ISO 527-1/1A/1
FIRRIH (100% RIEE) 1410 psi 9.7 MPa ISO 527-2/1A/50
FoRL: eI VR 150 % 150 % ISO 527-2/1A/50
BHEREE (K D, 15 %) 45 45 ISO 868
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