Ex¢onMobil
Signature Polymers
ExxonMobil™ EVA 7028.EL

(B % Escorene™ Ultra UL 00728FL)

AL
ExxonMobil™ EVA 7028.EL is a copolymer of ethylene and vinyl acetate. Processing temperatures above 220° C (428° C) may cause resin
degradation.
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YDER MERE HARE (HH) HARE (AF]) M55
B 0.951 glcm? 0.951 glcm? ASTM D1505
JARIEER 2 (190° C/2.16 kq) 7.0 g/10 min 7.0 g/10 min ASTM D1238
BB ZESE 27.5 wt% 27.5 wt% ExxonMobil
Method
JARIE(ERE 161 ° F 71 ° C ExxonMobil
Method
a2 HABE (HH) HARE (AF) M55
HRHRUBE 109 ° F 43 ° C ASTM D1525
FEFA1ERE HARE (HH) HARE (AF) M 7554
B E (0.20 in/min (5.0 mm/min)) 2300 psi 16 MPa ASTM D638
LM (20 in/min (500 mm/min)) 1800 psi 12 MPa ASTM D638
W B2 (20 in/min (500 mm/min)) 890 % 890 % ASTM D638
BHEKEE ASTM D2240
BREC A, 155 80 80
EBEE D, 15 & 25 25
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Molded properties were measured on 2 mm (78.7 mil) thick compression molded plaques prepared based on ASTM D4703 Procedure C
(Tensile ASTM D638 : Type IV dumbbell, Hardness ASTM D2240 : 3 plied up disks) and 4 mm (157 mil) for VICAT.
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2 Value reported is an estimate based on ExxonMobil's correlation from melt flow rate data measured at other standard conditions, based on
ASTM D1238
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