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Ex¢onMobil
Signature Polymers
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BARE (AH) pREWSP
7.3 g/10 min ASTM D1238
0.900 g/cm3 ExxonMobil
Method
BAKE (2F) M T 5%
25.6 MPa ASTM D638
13 % ASTM D638
896 MPa ASTM D790A
1050 MPa ASTM D790B
BABE (AH) M= 5 7%
51 J/m ASTM D256A
BAB{E (AH) M= 5 7%
721 ° C ASTM D648
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