ExxonMobil™ C4LL 2018.AY
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ExxonMobil™ C4LL 2018.AY is a butene C4LL 2018.AY designed for the blownfilm process, offering high gloss and excellent draw down.
Films made C4LL 2018.AY have very good tensile and toughness properties. TnPP is not intentionally added to C4LL 2018.AY.
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800 %
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The test specimen was prepared and tested at our European Technology Center using a 25.4 pm (1.0 mil) thick film (screw diameter = 75
mm, die gap = 2.5 mm, BUR = 2.5 and temperature setting of 200° C). Optical film properties have been measured on a 25.4 pm thick film
with addition of 10% LDPE at the same conditions.
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https://www.exxonmobilchemical.com.cn/zh-cn/resources/contact-us/new-sales-and-application/products-and-solutions
https://www.exxonmobilchemical.com

