Ex¢onMobil

Vistamaxx™ Performance Polymer 3588MED

R
= Pure sealant layer of co-extruded structures in BOPP and cast PP
film applications for low seal initiation temperature, high seal
strength and enhanced seal integrity.

= RoHS compliant.

7= i
Vistamaxx™ 3588MED is primarily composed of isotactic propylene
repeat units with random ethylene distribution, and is produced using
ExxonMobil’ s proprietary metallocene catalyst technology.
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VIR RE BAVE{E (D) BMAKE (AF) M= 75 7%
BE2(73° F(23° C)) 0.889 g/cm? 0.889 g/cm? ExxonMobil
Method
JBFE 2 (230° C/2.16 kg) 8.0 g/10 min 8.0 g/10 min ExxonMobil
Method
IR A 4 wt% 4 wt% ExxonMobil
Method
BE BRAI{E (T ) BABE (AF) M= 5 7%
BEKEE (BK D) 50 50 ExxonMobil
Method
AR ERE BAVE{E (T ) BMAKE (AF) WA= T3 7%
BRI at 300% 1700 psi 12 MPa ExxonMobil
Method
hEERBEE 2400 psi 16 MPa ExxonMobil
Method
RRMREE 3800 psi 26 MPa ExxonMobil
Method
HIERN (F£ 100%6T) 1600 psi 11 MPa ExxonMobil
Method
JERRERRER 20 % 20 % ExxonMobil
Method
fE (FEMRAKER) 637 % 637 % ExxonMobil
Method
THIEE - 1% FE 58000 psi 400 MPa ExxonMobil
Method
SRR BRAVE{E (T ) BARE (AH) pIREWSP
HIREE (C1EA) 724 Ibffin 127 kN/m ExxonMobil
Method
pralieai BRIB{E () BABE (AF) M 75 5%
HRHRLBE 217 ° F 103 ° C ExxonMobil
Method
HRELE

BEEEFRSBHR, ZRAEMRENEBERXFEE.
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Vistamaxx polymers have a wide temperature processing window. A good starting point for temperatures is 10° C above the highest melting
point. This material does not require drying and can be compounded or used in a dry blend. Use conventional processing knowledge to
ensure mixing of the materials.
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2 Property specified in conventional unit of measure.
Rt G2 52 5 BA AR S 1% 2 www.exxonmobilchemical.com/ContactUs

©2024 LRHEF, BRRHFEF (ExxonMobil), KREHREZHEAR (ExxonMobil logo) REER “X" RITHEAR LR AE M
MRS ER, RIEZERH, BUINKRREZNER. REKRREZIZNBEPERN, FEIR. BR. EORHEAM. £H
ENERRREFENWTEN, 2K BRA/SENANH, BXAMELRFHRISETES, BEAENRE. T, SRTFARAEE
E8. BAEFARANHLIHEBHEFEEMNUE ., RRREFTRIEAR (FHE) HE. AXHEEHFEHRERETARMESR
DM, MARERZENTR. AXHHSELNRAEANTRIMBRSEARETRIMRESEANNERER. RINER
ETWEZBRNNTENHSE, B2, HMHTARIRRBEE. BR{URCHARIELESLAEET R, MR TZHNEHEE.
BETE-HEAR. TRLTAN. @R, £, TENRTEN, £RENEERNEBNIUEERZME. FRIT A —1
REREIFE. RIONVPBHERETINETEAAERASEBAEHESEAEEMSENRSARNEER A EEZ R E T~ EMEM
Bk, MESHEAERE. AXHETEAERIINEAERRREZZTRRIZHINA, AEENBBRTAETERHER. "R
B RRHFRXRFALD” KRKREXFFRLRLS” SREINHFENER, KRFXZTFRARUFAE, KRKRXFLF, FRENEE
Bk

BEHNEAXKATDTH - ZRES K.

exxonmobilchemical.com

AW BHE:  09/01/2022 ExxonMobil J:2/2



